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THE FOLLOWING MERCHANDISE WAS(WERE) SUBMITTED ON BEHALF OF THE CLIENT AND IDENTIFIED AS :

CLIENT : FORMOSA PLASTICS CORPORATION.
PRODUCT DESCRIPTION : POLYPROPYLENE HOMOPOLYMER.
: (AS ATTACHED SAMPLE PHOTO).
STYLE/NTEM NO. : 1003,1005,1009,1020,1020L,1024,1040,1040F,1040U,1050,1080,

1120,1120D,1124,1124H,1120F,1122F,1202F,1250C,1250D,1252F,
1350,1350C,1350D,1352F,2020,2020H,2020K,2020M,2020S,2027,

2080,2100.
TESTING DATE : 2006/04/26 TO 2006/05/03.
SAMPLE RECEIVED 1 2006/04/26.

WE HAVE TESTED THE SAMPLE(S) SUBMITTED AS REQUESTED AND THE FOLLOWING RESULTS WERE OBTAINED.

Conclusion . The test results of Pb,Cd,Hg,Cr+6,PBB and PBDE for the submitted sample which
is comply with the requirements of RoHS (2002/95/EC).
Test Result
PASS

TEST ITEM(S) UNIT METHOD MDL RESULT |LIMIT OF RoHS

" ICP-AES after reference to EN 1122, method
Cadmium (Cd) - B:2001 or other acid digestion. : i 0

. UV-VIS(US EPA 7196A) after reference to
Chromium VI (Cr+6) ppm US EPA 3060A. 2 n.d. 1000
Mercury (Hg) ppm ICP-AES after referepce_ to QS EPA 3052 or 2 nd. 1000

other acid digestion.

ICP-AES after reference to US EPA 3050B
UG ppm or other acid digestion. 2 L ooy

PBBs(Polybrominated biphenyls) --- — — —

Monobromobiphenyl % 0.0005 n.d. -—
Dibromobiphenyl % 0.0005 n.d. -—
Tribromobiphenyl % 0.0005 n.d. -—
Tetrabromobiphenyl % With reference to USEPA3540C or 0.0005 n.d. e
Pentabromobiphenyl % USEPA3550C. Analysis was performed by [ 0.0005 n.d. s
Hexabromobiphenyl % |HPLC/DAD, LC/MS or GC/MS. (prohibited by| 0.0005 n.d. s
Heptabromobiphenyl % 2002/95/EC (RoHS), 83/264/EEC, and 0.0005 n.d. s
Octabromobiphenyl % 76/769/EEC) 0.0005 n.d. ==
Nonabromobiphenyl % 0.0005 n.d. —
Decabromobiphenyl % 0.0005 n.d. -—-
T?tal PBBs(Polybrominated % N nd. 0.1
biphenyls) / Sum of above
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TEST ITEM(S) UNIT METHOD MDL RESULT |LIMIT OF RoHS
PBDEs(Polybrominated biphenyl ethers) | - - - -
Monobromobiphenyl ether % 0.0005 n.d. -—-
Dibromobipheny! ether % 0.0005 n.d. -
Tribromobiphenyl ether % 0.0005 n.d. ---
Tetrabromobiphenyl! ether % 0.0005 n.d. -
Pentabromobiphenyl ether % With reference to USEPA3540C or 0.0005 n.d. -
Hexabromabiphenyl ether % | USEPA3550C. Analysis was performed by [ 0.0005 n.d. ==
Heptabromobiphenyl ether % |HPLC/DAD, LC/MS or GC/MS. (prohibited by[ 0.0005 n.d. —
Octabromobiphenyl ether % 2002/95/EC (RoHS), 83/264/EEC, and 0.0005 n.d. =
Nonabromobiphenyl ether % 76/769/EEC) 0.0005 nd.
Decabromobiphenyl ether % 0.0005 n.d. -—-
Total PBDEs(Polybrominated biphenyl %

b -— n.d. -
ethers) / Sum of above
Total of Mono to Nona-brominated % . nd 0.1
biphenyl ether. (Note 4) m )

NOTE: (1) n.d. = not detected
(2) ppm = mg/kg

(3) MDL = Method Detection Limit

(4) Decabromodiphenyl ether (DecaBDE) in polymeric applications is exempted by Commission Decision of 13 Oct 2005
amending Directive 2002/95/EC notified under document 2005/717/EC.

This Test Report is issued by the Company subject to its General Conditions of Service printed overleaf. Attention is drawn to the limitations 3TTabI
he results shown in this test report refer only to the sample(s) tested unless otherwise stated. This Test Report cannot be
IWE RTINS E » AL

and Jurisdictional issues defined therein.

reproduced, except in full, without prior written permission of the Company. it
Hﬂﬂiiﬂﬂﬁz WS REIES AR R RO o RIS REF LR M - Tl RN

2T I TN

éﬁ*ﬂ;&{'ﬁiA—I‘TEZ:EﬁiﬂEiﬁﬂ*ﬁﬁﬁﬂf’EﬁﬁkN

ity, indemnification,

2607941

No. 208, Chung Hwa 2nd Road San Min District Kachsiung, Taiwan. / T Z R E T # — #2083

& BRI A A TR 8]

t (886-7) 323-0920

f (886-7) 315-7484

www.tw.sgs.com
Member of SGS Group

200



TEST REPORT

REPORT NO.KE/2006/4181 6.
DATE: 2006/5/3
PAGE:3OF 3

'LF%F??E’@ ““

Sol” e

= Wik

- | L §

vl 9K
v 'F'j:.;__h

<END>

This Test Report is issued by the Company subject to its General Conditions of Service printed overleaf. Attention is drawn to the limitations of liability, indemnification,
and Jurisdictional issues defined therein. The results shown in this test report refer only to the sampie(s) tested unless otherwise stated. This Test Report cannot be
reproduced, except in full, without prior written permission of the Company. (it #i4 [t B4\ FIRTE Z G F RS SRR B PESEAL » Mk R AR SR T ENSYIFTE » M AN T
ZETS - 1T - TR NG - B SRS RIS IES TR S 2 B OO o S SRR LT MR IEO] - o] A I -

TW2607940

SGS Taiwan Lid. | No. 208, Chung Hwa 2nd Road San Min District Kaohsiung, Taiwan. / sy A = K B P F %2083

& WA AR AT R 8] | t(886-7) 323-0920 f (886-7) 315-7484 WWW.IW.SgS.Ccom
I

201

Member of SGS Group



